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Abstract We simulate quantum transport between a graph-
ene nanoribbon (GNR) and a single-walled carbon nanotube
(CNT) where electrons traverse vacuum gap between them.
The GNR covers CNT over a nanoscale region while their
relative rotation is 90◦, thereby forming a four-terminal
crossbar where the bias voltage is applied between CNT
and GNR terminals. The CNT and GNR are chosen as ei-
ther semiconducting (s) or metallic (m) based on whether
their two-terminal conductance exhibits a gap as a function
of the Fermi energy or not, respectively. We find nonlin-
ear current-voltage (I–V) characteristics in all three inves-
tigated devices—mGNR-sCNT, sGNR-sCNT and mGNR-
mCNT crossbars—which are asymmetric with respect to
changing the bias voltage from positive to negative. Fur-
thermore, the I–V characteristics of mGNR-sCNT crossbar
exhibits negative differential resistance (NDR) with low on-
set voltage VNDR � 0.25 V and peak-to-valley current ra-
tio �2.0. The overlap region of the crossbars contains only
�460 carbon and hydrogen atoms which paves the way for
nanoelectronic devices ultrascaled well below the smallest
horizontal length scale envisioned by the international tech-
nology roadmap for semiconductors. Our analysis is based
on the nonequilibrium Green function formalism combined
with density functional theory (NEGF-DFT), where we also
provide an overview of recent extensions of NEGF-DFT
framework (originally developed for two-terminal devices)
to multiterminal devices.
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Department of Physics and Astronomy, University of Delaware,
Newark, DE 19716, USA
e-mail: bnikolic@udel.edu

Keywords Crossed nanowires · Negative differential
resistance · Graphene nanoribbons · Carbon nanotubes ·
Multiterminal nanostructures · First-principles quantum
transport

1 Introduction

The discovery of a wonder material graphene—as the first
one-atom-thick crystal whose honeycomb lattice of carbon
atoms imposes gapless, massless and chiral Dirac spectrum
on its low-energy quasiparticles—has swiftly ignited intense
experimental and theoretical studies of its unusual elec-
tronic transport properties [1]. The “first wave” of such stud-
ies [2] has been largely focused on explaining conductiv-
ity measurements at small bias voltage applied to large-area
graphene samples as a function of carrier density, tempera-
ture and magnetic field. These studies have typically relied
on simplistic model Hamiltonians.

What could be termed the “second wave” of studies
of electronic transport in graphene has been largely fo-
cused on confined structures (such as nanoribbons and
nanoflakes [3, 4]), functional graphene-based devices (such
as transistors [5] and pn junctions [6, 7]) and novel state vari-
ables (such as pseudospin in mono- and bi-layer graphene,
real electronic spin, wavefunction phase [4], and properties
of correlated many-body quantum states like exciton con-
densates [8]). The greatest roadblock to continued scaling
of conventional silicon electronic for digital applications is
the power dissipated in various leakage mechanisms [9]. The
quantum coherent transport regime and novel state variables
in graphene offer a prospect for revolutionary device designs
that go beyond traditional (silicon or carbon) field-effect
transistors (FETs) based on classical physics. For example,
exploiting them would make possible to switch current off
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without utilizing energy barrier of traditional FETs, thereby
evading thermal limitations in the subthreshold regime [5].

Concurrently, recent advances in nanofabrication and
surface science have pushed the attention towards more
complex structures of “second generation graphene” [10],
such as chemically modified graphene (i.e., graphene sheets
where carbon atoms are replaced by other atoms or entire
functional groups) or three-dimensional systems based on
the assembly of graphene sheets (where they form intercon-
nected networks or highly complex nano-objects like hol-
low nanospheres, crumpled paper, and capsules). Another
route involves creating hybrid nanostructures which com-
bine flat graphene sheets with previously amply explored
carbon nanotubes (CNTs) that can be viewed as rolled-up
sheets of graphene.

For example, the recent experiment [11] has created
aligned graphene nanoribbon (GNR) arrays by unzipping
aligned single-walled and few-walled CNT arrays. Then,
novel GNR-GNR and GNR-CNT crossbars were fabricated
by transferring GNR arrays across GNR and CNT arrays,
respectively. The production of such ordered architectures
may allow for large scale integration of GNRs into nano-
electronics or optoelectronics. We note that the crossbar ge-
ometry has been explored over the past decade using typ-
ically semiconductor nanowires, such as those made of Si
or GaN [12], as well as crossed CNTs [13]. Such motif of-
fers high device density and efficient interconnects between
individual devices and functional device arrays, while a re-
configurable crossbar structure allows for effective incorpo-
ration of defect-tolerant computing schemes [12].

In contrast to vigorous experimental studies of nanowire
crossbars, little theoretical guidance in designing such na-
noelectronic devices has been offered by quantum trans-
port simulations. For example, recent studies of GNR-
GNR crossbars have utilized semi-empirical tight-binding
model [3] or extended Hückel model [4] with their parame-
ters fitted to density functional theory (DFT) calculations.
These models are then coupled to nonequilibrium Green
function (NEGF) formalism [14] to compute the zero-bias
transmission function [3], or even current at finite bias volt-
age [4]. While such approaches can capture charge trans-
fer between different atomic species in equilibrium, they
fail to capture more complicated charge redistribution due
to nonequilibrium steady transport state driven by the ap-
plied bias voltage. On the other hand, the self-consistency of
nonequilibrium charge and the corresponding electrostatic
(Hartree) potential are indispensable in order to satisfy the
gauge-invariant condition according to which I–V character-
istics should not change when electric potential everywhere
is shifted by a constant amount [15].

The state-of-the-art approach that has emerged over the
past decade and which can capture both charge transfer
in equilibrium and charge redistribution in nonequilibrium

Fig. 1 Schematic view of GNR-CNT crossbars composed of:
(a) metallic 8-ZGNR and semiconducting (9,0)-CNT; (b) semicon-
ducting 14-AGNR and semiconducting (9,0)-CNT; and (c) metallic
8-ZGNR and metallic (5,5)-CNT. The hydrogen atoms (light yellow)
are included to passivate the edge carbon atoms (dark blue) of GNRs.
The DFT optimized structures, where Hellmann–Feynman forces act-
ing on ions are less than 0.001 eV/Å, show that GNRs in all three pan-
els acquire curvature within the overlap region of the crossbar where
the spacing between GNRs and CNTs along the z-axis (intersecting
with tube axis) is d ≈ 3.2 Å. The quantum transport is simulated in the
central region consisting of the GNR-CNT overlap region + portion of
semi-infinite GNR or CNT electrodes which are labeled in panel (d).
Panel (d) also shows some of the possible currents that flow in such
multiterminal geometry, where the focus of our study is on currents
like 1 → 3 flowing between GNR and CNT (Color figure online)

is NEGF-DFT [16–22]. However, virtually all widely used
NEGF-DFT scientific codes, such as commercial ATK [23]
and NANODCAL [24] or open source TranSIESTA [25],
SMEAGOL [26], ALACANT [27], and GPAW [28] can
handle only devices with two electrodes (GPAW can also
simulate multiterminal quantum transport but only in the
linear-response regime [29]).

Here we overview the recent extension [30–33] of
NEGF-DFT framework to treat nanojunctions whose active
region is attached to more than two electrodes, and then
apply it to GNR-CNT crossbars illustrated in Fig. 1. The
primary motivation to investigate four-terminal GNR-CNT
crossbars comes from already fabricated structures of this
type in Ref. [11], so that our study could guide selection
of specific GNR and CNT elements and their mutual orien-
tation in future efforts to exploit GNR-CNT crossbars for
applications in carbon-based nanoelectronics.

Our principal result—I–V curves plotted in Fig. 4—
offers prediction of negative differential resistance (NDR)
[34] in mGNR-sCNT crossbars. That is, as the source-drain
bias voltage increases, current I3 in Fig. 4(a) reaches a local
maximum and then decreases to a valley region before rising
again. The conventional NDR-based devices, used in a va-
riety of applications (such as, frequency multipliers, mem-
ory, fast switches, and high frequency oscillators up to the
THz range), are based on quantum tunneling or intervalley
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carrier transfer in two-terminal devices like Esaki or Gunn
diodes. The advent of graphene has also brought theoret-
ical proposals for NDR in two-terminal GNRs [7, 35], as
well as experimental demonstration [36] of a three-terminal
large-area graphene device where the gate electrode controls
the current density and the onset of NDR based on ambipo-
lar transport rather than tunneling. The NDR predicted in
Fig. 4(a), with low onset voltage VNDR � 0.25 V and peak-
to-valley current ratio �2.0, emerges in an ultrascaled ge-
ometry containing only �460 carbon atoms in the overlap
region.

The paper is organized as follows. In Sect. 2, we dis-
cuss details of atomistic structure of three selected GNR-
CNT crossbars shown in Fig. 1. Section 3 overviews con-
struction of the nonequilibrium density matrix for multiter-
minal devices as the key quantity that has to be extended
in NEGF-DFT framework. In Sect. 4, we discuss zero-bias
transmission function between different terminals of GNR-
CNT crossbar, while current from GNR to CNT at finite bias
voltage is discussed in Sect. 5. We conclude in Sect. 6.

2 Device setup for modeling of GNR-CNT crossbars

We denote graphene nanoribbons with zigzag edges ZGNRs,
while AGNRs denotes nanoribbons with armchair edges.
We recall that ZGNRs are labeled as Nz-ZGNR when they
are composed of Nz zigzag chains of carbon atoms, and Na-
AGNR denotes AGNRs composed of Na dimers of carbon
atoms [37]. The single-walled CNTs are labeled by the chi-
ral vector, Ch = (na1 + ma2), where n and m are integers
and a1 and a2 are the real space unit vectors of the graphene
sheet. The vector Ch specifies the way the graphene sheet is
wrapped.

In analogy with the experiments on CNT-CNT cross-
bars [13], which have utilized combination of metallic
and semiconducting CNTs, we select three different se-
tups for GNR-CNT crossbars depicted in panels (a)–(c)
of Fig. 1: (a) crossed metallic 8-ZGNR and semiconduct-
ing single-walled (9,0)-CNT; (b) crossed semiconducting
14-AGNR and semiconducting single-walled (9,0)-CNT;
and (c) crossed metallic 8-ZGNR and single-walled metal-
lic (5,5)-CNT. The diameter of (9,0)-CNT is D = 0.71 nm,
while D = 0.67 nm for (5,5)-CNT. The width of 8-ZGNR
is W = 1.78 nm and the width of 14-AGNR is W = 1.79
nm.

Simplistic tight-binding models predict that when the dif-
ference n − m is a multiple of 3, subbands will cross at the
Fermi energy implying that CNT is metallic; otherwise, it
is expected to be a semiconductor. The energy gap of semi-
conducting CNTs is inversely proportional to their diame-
ter. Thus, (n,n)-CNTs are expected to always be metallic,
whereas (n,0)-CNTs are expected to be metallic only when

n is a multiple of 3. However, experiments and DFT calcula-
tions with properly chosen exchange-correlation (XC) func-
tional show that this is not always correct [38]. For example,
experiments [39] have found Eg = 0.080 ± 0.005 eV for
(9,0)-CNT, which is well-matched by the DFT result Eg =
0.079 eV [38] (computed using the B3LYP flavor of XC
functional). The transmission function plotted in Fig. 3 [see
dashed line in subpanels (b) of mGNR-sCNT and sGNR-
sCNT panels] for an infinite homogeneous (9,0)-CNT ex-
hibits Eg = 0.09 eV around the Fermi energy EF .

While simplistic tight-binding models predict that AG-
NRs are metallic for Na = 3n + 2 (n is a positive integer),
DFT calculations show that all AGNRs have energy gap in
their electronic subband structure due to transverse confine-
ment [37], which is Eg = 0.14 eV in Fig. 3 [see dashed line
in subpanel (a) of sGNR-sCNT panel] for the selected 14-
AGNR used for the crossbar in Fig. 1(b).

Although ZGNRs are insulating at very low temperatures
due to one-dimensional spin-polarized edge states coupled
across the width of the nanoribbon, such unusual magnetic
ordering and the corresponding band gap is easily destroyed
above �10 K [40, 41]. Thus, they can be considered as good
candidates for metallic electrodes and interconnects [42]. In
fact, the recent experiment [43] has confirmed the flow of
edge currents [44] in metallic ZGNRs which were actually
utilized to increase the heat dissipation around edge defects
and, thereby, rearrange atomic structure locally until sharply
defined zigzag edge is achieved.

The infinite GNR and CNT in our simulation are sep-
arated initially by a distance d = 1.3 Å, where the overlap
region consisting of 486, 480 or 458 carbon and hydrogen
atoms [for panels (a)–(c) in Fig. 1, respectively] is struc-
turally optimized using VASP simulation package [45–47].
Note that central region of the crossbars, for which NEGFs
discussed in Sect. 3 are computed to obtain currents, in-
cludes the GNR-CNT overlap region + portion of the semi-
infinite electrodes so that the total number of simulated
atoms is 882, 888 or 838 for panels (a)–(c) in Fig. 1, re-
spectively. The electron-core interactions are described by
the projector augmented wave method [48, 49], while we
use Perdew–Burke–Ernzerhof (PBE) [50] parametrization
of the generalized gradient approximation (GGA) for the
XC functional. The cutoff energies for the plane wave ba-
sis set used to expand the Kohn–Sham orbitals are 400
eV for all calculations. A 1 × 1 × 1 k-point mesh within
Monkhorst–Pack scheme is used for the Brillouin zone in-
tegration. This procedure ensures that Hellmann–Feynman
forces acting on ions are less than 0.001 eV/Å. The final
optimized atomic positions in Fig. 1 show how GNRs curve
around CNT within their overlap region, as also observed in
the atomic force microscope imaging of recently fabricated
GNR-CNT crossbars [11]. After optimization, the spacing
between GNRs and CNTs in Fig. 1(a)–(c) along the z-axis
(intersecting with tube axis) is d ≈ 3.2 Å.
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For the study of near-equilibrium (i.e., linear-response)
quantum transport in Sect. 4, we compute zero-bias trans-
mission coefficients between different electrodes, labeled
as p ∈ {1,2,3,4} in Fig. 1(d), which are kept at the same
potential. For the study of I–V characteristics in nonequi-
librium transport in Sect. 5, bias voltage Vb is applied be-
tween GNR and CNT by shifting the electrode potentials by
V1 = Vb/2, V2 = Vb/2, V3 = −Vb/2 and V4 = −Vb/2.

3 NEGF-DFT methodology for multiterminal devices

The traditional CAD tools for electronic device simulations,
based on classical drift-diffusion or semiclassical Boltz-
mann equation, are inapplicable to quasiballistic nanoscale
active region attached to much larger reservoirs. This is ex-
emplified by the crossbars in Fig. 1 which can be viewed
as the nanoscale overlap region of GNR and CNT that is at-
tached to four semi-infinite electrodes which terminate at in-
finity into macroscopic reservoirs. The proper description of
such open quantum systems can be achieved using quantum
master equations for the reduced density matrix of the active
region [51, 52] or the NEGF formalism [14]. The former is
typically used when the active region is weakly coupled to
the reservoirs (so that coupling between the active region
and the electrodes is treated perturbatively [53]), while the
latter is employed in the opposite limit.

The NEGF formalism [14] for steady-state transport op-
erates with two central quantities, the retarded G(E) and the
lesser Green functions G<(E), which describe the density
of available quantum states and how electrons occupy those
states, respectively. Its application to electronic transport of-
ten proceeds by combining [34, 54] it with tight-binding
(TB) Hamiltonians whose hopping parameters can be fitted
using more microscopic theory [55]. For example, proper
description of quantum transport through GNRs with arm-
chair or zigzag edges requires to employ TB models with
either three orbitals (pz, dyz, dzx) per C atom and nearest-
neighbor hopping [56], or single pz orbital per C atom and
third-nearest-neighbor hoppings [44].

However, at finite bias voltage Hamiltonian has to be
recomputed self-consistently to capture the nonequilibrium
charge redistribution. The NEGF-DFT framework can solve
this problem, as long as the coupling between the active
device region and the electrodes is strong enough to en-
sure transparent contact and diminish Coulomb blockade
effects [53]. The DFT part of this framework is employed
using typical approximations (such as local density approx-
imation, GGA, or B3LYP [57]) for its XC functional. The
sophisticated computational algorithms [16–19, 22, 58] de-
veloped to implement the NEGF-DFT framework can be en-
capsulated by the iterative self-consistent loop

nin(r) ⇒ DFT→HKS
[
n(r)

] ⇒ NEGF→nout(r).
(1)

The loop starts from the initial input electron density nin(r)
and then employs some standard DFT code [57], typically in
the basis set of finite-range orbitals for the valence electrons
which allows for faster numerics and unambiguous parti-
tioning of the system into the central region and the semi-
infinite ideal electrodes. The DFT part of the calculation
yields the single particle Kohn–Sham (KS) Hamiltonian

ĤKS
[
n(r)

] = −�
2∇2

2m
+ V eff(r), (2)

V eff(r) = VH (r) + Vxc(r) + Vext(r). (3)

Here V eff(r) is the DFT mean-field potential due to other
electrons, which includes the Hartree potential VH (r), the
XC potential Vxc(r) and the external potential Vext(r). The
inversion of ĤKS[n(r)], represented in the some basis of
local orbitals {φα} as the matrix HKS of elements Hαβ =
〈φα|ĤKS|φβ〉, yields the retarded Green function G(E)

G(E) =
[
ES − HKS −

∑

p

Σp(E,Vp)

]−1

. (4)

The overlap matrix S has elements Sαβ = 〈φα|φβ〉. The non-
Hermitian matrices Σp(E,Vp) = Σp(E − eVp) are the re-
tarded self-energies due to the “interaction” with the semi-
infinite electrode p whose electronic structure is assumed
to be rigidly shifted by the applied voltage eVp . The self-
energies determine escape rates of electrons from the cen-
tral region into the semi-infinite ideal electrodes, so that an
open quantum system can be viewed as being described
by the non-Hermitian Hamiltonian Hopen = HKS[n(r)] +∑

p Σp(E,Vp). The matrices Γ p(E,Vp) = i[Σp(E,Vp)−
Σ†

p(E,Vp)] account for the level broadening due to the cou-
pling to the electrodes [14].

Assuming the elastic transport regime (where electron-
phonon, electron-electron and electron-spin scattering is ne-
glected), G<(E) can be expressed solely in terms of G(E)

to determine the density matrix via

ρ = 1

2πi

∫
dEG<(E)

= 1

2πi

∫
dEG(E)

[∑

p

ifp(E)Γ p(E)

]
G†(E). (5)

The matrix elements nout(r) = 〈r|ρ|r〉 are the new elec-
tron density as the starting point of the next iteration.
This procedure is repeated until the convergence criterion
‖ρout − ρin‖ < δ is reached, where δ � 1 is a suitably cho-
sen tolerance parameter.
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The NEGF post-processing of the result of the DFT loop
expresses the current flowing into terminal p of the device
as

Ip = 2e

h

∑

q

∫ +∞

−∞
dETqp(E,Vp,Vq)

[
fp(E)−fq(E)

]
. (6)

Here the transmission coefficients

Tqp(E,Vp,Vq)

= Tr
[
Γ q(E,Vq)G(E)Γ p(E,Vp)G†(E)

]
, (7)

are integrated over the energy window defined by the differ-
ence of the Fermi functions

fp(E) = 1

1 + exp[(E − EF − eVp)/kBT ] , (8)

of macroscopic reservoirs into which semi-infinite ideal
electrodes terminate, where EF is the Fermi energy for the
whole device in equilibrium.

The brute force integration in Eq. (5) directly along the
real axis can hardly be accomplished due to sharp features
(such as van Hove singularities in the density of states)
in the integrand which make convergence with increasing
number of energy mesh points virtually impossible. Instead,
this expression has to be rewritten in the form more suit-
able for numerical implementation. Thus, the main differ-
ence between the usual two-terminal NEGF-DFT method-
ology [19] and the multiterminal [30–33] one is in computa-
tional algorithms employed to construct the density matrix
in Eq. (5), as well as in algorithms for solving the Poisson
equation with boundary conditions imposed by the voltages
applied to multiple electrodes. This ensures that transmis-
sion coefficients Tqp(E,Vp,Vq) self-consistently depend on
the voltages applied to the electrodes other than p, q through
the inhomogeneous electrostatic (Hartree) potential acting
on electrons within the central device region. The discus-
sion of algorithms for the computation of the density ma-
trix is made transparent by focusing on specific examples
where we contrast two-terminal vs. multiterminal cases in
Sects. 3.1 and 3.2, respectively. We also discuss how to solve
the Poisson equation for four-terminal junction in Sect. 3.3.

Our MT-NEGF-DFT code [30–33], implementing equa-
tions discussed in Sect. 3.2, utilizes ultrasoft pseudopoten-
tials and PBE [50] parametrization of GGA for the XC func-
tional of DFT. The localized basis set for DFT calculations
is constructed from atom-centered orbitals—six per C atom
and four per H atom with atomic radius 8.0 Bohr for the
devices shown in Fig. 1. These orbitals are optimized varia-
tionally for the electrodes and the central region separately
while their electronic structure is obtained concurrently.

3.1 Two-terminal case

In the two-terminal case, the integration in Eq. (5) for the
elastic transport regime is typically separated into apparent
“equilibrium” and “nonequilibrium” terms as follows [19].
We first add and subtract the term GΓ 1G†f2(E) to G< =
G[if1(E)Γ 1 + if2(E)Γ 2]G†, to get after some rearrange-
ments

G< = iG(Γ 1 + Γ 2)G†f2(E)

+ iGΓ 1G
[
f1(E) − f2(E)

]
. (9)

Here we assume that semi-infinite electrode 2 is connected
to a macroscopic reservoir at the lower electrochemical po-
tential (EF + eV2) < (EF + eV1). By substituting the fol-
lowing identity

Γ 1 + Γ 2 = i
[(

G†)−1 − (G)−1], (10)

into Eq. (9), we finally obtain

G< = i
(
G − G†)f2(E) + iGΓ 1G†[f1(E) − f2(E)

]
. (11)

This allows us to rewrite Eq. (5) in the two-terminal case as
the sum of two contributions

ρ = − 1

π

∫ +∞

EB
dE Im

[
G(E)

]
f1(E)

+ 1

2π

∫ +∞

−∞
dEG(E)Γ 1(E)G†(E)

× [
f1(E) − f2(E)

]
, (12)

where Im[G(E)] = (G − G†)/2i. The first “equilibrium”
term contains integrand which is analytic in the upper com-
plex plane, so that it can be computed via the semicircu-
lar path combined with the path in the upper complex plane
parallel to the real axis [17, 19]. The lower energy limit EB
is below the bottom valence-band edge. Because G(E) and
G†(E) are nonanalytic functions below and above the real
axis, respectively, the integrand in the second “nonequilib-
rium” term1 is nonanalytic function in the entire complex
energy plane, so that integration [16, 17] has to be done
directly along the real axis between the boundaries around
EF + eV1 and EF + eV2 determined by the difference of the
Fermi functions. The principal challenge for integration in
the “nonequilibrium” term are sharp peaks in the integrand
(due to, e.g., quasibound states or van Hove singularities at
the subband edges in the density of state of the electrodes),

1Note that conventionally used “equilibrium” and “nonequilibrium”
terminology for the two terms is handy, but it is not exact since these
two terms do not satisfy the gauge-invariant condition, as is the case of
proper equilibrium and nonequilibrium density matrices discussed in
Ref. [59].
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which proliferate with increasing number of atoms in the
central device region and which have to be handled by some
version of adaptive mesh of energy points [16, 17].

3.2 Multiterminal case

In the multiterminal case, we use similar manipulation as in
Sect. 3.1 to rewrite Eq. (5) as

ρm = 1

2π

∫ +∞

−∞
dEG(E)Γ m(E)G†(E)fm(E)

+ 1

2π

∑

p �=m

∫ +∞

−∞
dEG(E)Γ p(E)G†(E)fp(E)

= 1

2π

∫ +∞

−∞
dE

∑

q

G(E)Γ q(E)G†(E)fm(E)

+ 1

2π

∑

p �=m

∫ +∞

−∞
dEG(E)Γ p(E)G†(E)fp(E)

− 1

2π

∑

p �=m

∫ +∞

−∞
dEG(E)Γ p(E)G†(E)fm(E)

= − 1

π

∫ +∞

EB
dEIm

[
G(E)

]
fm(E)

+ 1

2π

∑

p �=m

∫ +∞

−∞
dEG(E)Γ p(E)G†(E)

× [
fp(E) − fm(E)

]
. (13)

Here energy EB is now chosen below the valence band of all
the different electrodes. While in analogy to Sect. 3.1 elec-
trode m can be chosen as the one which is connected to the
reservoir at the lowest electrochemical potential EF + eVm,
in practice we recompute ρm in Eq. (13) for all possible
choices m = 1,2, . . . ,N in the given N -terminal device. Be-
cause of inevitable errors related to numerical integration,
ρm will not be exactly the same for all m. So, in order to
minimize such numerical errors, we construct the final den-
sity matrix of a multiterminal device as a weighted average

ραβ =
∑

p

w
p
αβρ

p
αβ, (14)

where we use notation in terms of the matrix elements
Aαβ = 〈φα|A|φβ〉 in the basis of localized orbitals within
the central device region. The weights satisfy

∑
p w

p
αβ = 1,

and should be chosen to minimize the numerical error [19,
30].

For example, for the four-terminal device density matrix
elements are given by

ραβ = w1
αβ

(
δ1
αβ + Δ12

αβ + Δ13
αβ + Δ14

αβ

)

+ w2
αβ

(
δ2
αβ + Δ21

αβ + Δ23
αβ + Δ24

αβ

)

+ w3
αβ

(
δ3
αβ + Δ31

αβ + Δ32
αβ + Δ34

αβ

)

+ w4
αβ

(
δ4
αβ + Δ41

αβ + Δ42
αβ + Δ43

αβ

)
, (15)

with weights determined by

w1
αβ = (Δ21

αβ)2 + (Δ23
αβ)2 + (Δ24

αβ)2 + (Δ31
αβ)2 + (Δ32

αβ)2 + (Δ34
αβ)2 + (Δ41

αβ)2 + (Δ42
αβ)2 + (Δ43

αβ)2

Δ
,

w2
αβ = (Δ12

αβ)2 + (Δ13
αβ)2 + (Δ14

αβ)2 + (Δ31
αβ)2 + (Δ32

αβ)2 + (Δ34
αβ)2 + (Δ41

αβ)2 + (Δ42
αβ)2 + (Δ43

αβ)2

Δ
,

w3
αβ = (Δ12

αβ)2 + (Δ13
αβ)2 + (Δ14

αβ)2 + (Δ21
αβ)2 + (Δ23

αβ)2 + (Δ24
αβ)2 + (Δ41

αβ)2 + (Δ42
αβ)2 + (Δ43

αβ)2

Δ
,

w4
αβ = (Δ12

αβ)2 + (Δ13
αβ)2 + (Δ14

αβ)2 + (Δ21
αβ)2 + (Δ23

αβ)2 + (Δ24
αβ)2 + (Δ31

αβ)2 + (Δ32
αβ)2 + (Δ34

αβ)2

Δ
,

Δ = (N − 1)
[(

Δ12
αβ

)2 + (
Δ13

αβ

)2 + (
Δ14

αβ

)2 + (
Δ21

αβ

)2 + (
Δ23

αβ

)2 + (
Δ24

αβ

)2 + (
Δ31

αβ

)2 + (
Δ32

αβ

)2

+ (
Δ34

αβ

)2 + (
Δ41

αβ

)2 + (
Δ42

αβ

)2 + (
Δ43

αβ

)2]
.

(16)

Here we use the following shorthand notation

δm
αβ = − 1

π

∫ +∞

EB
dE

{
Im

[
G(E)

]}
αβ

fm(E), (17)

Δ
qp
αβ = 1

2π

∫ +∞

−∞
dE

{
G(E)Γ p(E)G†(E)

}
αβ

× [
fp(E) − fq(E)

]
. (18)
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We test the convergence by increasing the density of the en-
ergy mesh, thereby making sure that the integration yields
accurate final results.

3.3 Self-consistent loop for solving the Poisson equation in
multiterminal device geometry

In a two-terminal system, the initial guess for the electro-
static (Hartree) potential within the central device region un-
der an applied bias voltage can be chosen simply as a linear
interpolation between voltages Vp of the electrodes. How-
ever, this step becomes more complicated in multiterminal
device geometries. First, one needs to make sure that the
asymptotic potential deep inside of all electrodes will be un-
affected by the applied bias voltage, i.e., the modified poten-
tial has to match at the boundary of each electrode and the
central device region. Second, the variation of the potential
between any two electrodes through the central region has to
be continuous and uniform. Third, the electrostatic potential
in the vacuum region between two arbitrary electrodes has
to be realistic.

In order to create such an initial potential profile, we iter-
atively solve the two-dimensional (2D) Laplace equation

∂2V (x, y, z)

∂x2
+ ∂2V (x, y, z)

∂y2
= 0, (19)

for a hypothetical system where the central region is empty
while using the following boundary conditions: (i) the ini-
tial potential in the central region is zero or may be the same
as the potentials of the four leads, (ii) the potential in ev-
ery lead is unchanged; and (iii) the potential toward the vac-
uum region, that is, at the corners of the box, decays. We
use the same solution for each 2D xy-plane lined up along
the z-axis to compose the three-dimensional (3D) real-space
grid which encloses the central device region.

This auxiliary solution provides an initial guess for the
electrostatic potential profile with boundary conditions set
by the voltages of the leads, which is illustrated in Fig. 2(a)
for mGNR-sCNT crossbar from Fig. 1(a) with empty cen-
tral region. The Poisson equation for the same mGNR-sCNT
crossbar is then updated via the self-consistent loop until the
converged solution shown in Fig. 2(b) is reached. In prac-
tice, we find that using solution like the one in Fig. 2(a) as
the first iteration significantly accelerates the convergence.
Once the potential and the charge density are converged, the
final result is independent of the initial guess.

4 Zero-bias transmission coefficients of GNR-CNT
crossbars

In this section, we consider quantum transport quantities that
are relevant for the description of the linear-response regime

Fig. 2 (a) Solution of the Laplace equation within the xy-planes (of
size 5.2 nm × 6.0 nm) of 3D real-space grid of points enclosing mGN-
R-sCNT crossbar in Fig. 1(a) whose central region is removed and
where voltages applied to the four electrodes provide the boundary
conditions. This solution is used as the initial guess for solving the
Poisson equation on 3D real-space grid enclosing central region of
mGNR-sCNT crossbar, where self-consistent solution within the plane
positioned between mGNR and sCNT is shown in panel (b) (Color
figure online)

in crossbars depicted in Fig. 1. In that case, DFT Hamilto-
nian computed in equilibrium yields the transmission coef-
ficients in Eq. (7) where all Vp = 0. The integration of the
transmission coefficients Tqp(E) yields the conductance co-
efficients at finite temperature

Gqp = 2e2

h

∫
dETqp(E)

(
− ∂f

∂E

)
, (20)

where Tqp(E) = Tpq(E) and Gqp = Gpq in the absence
of external magnetic field [54, 60]. The conductance coef-
ficients connect current in electrode p to voltages applied to
electrodes q �= p via the multiterminal Landauer–Büttiker
formula [34, 54, 60]

Ip =
∑

q

Gqp[Vp − Vq ], (21)

which is simplified version of Eq. (6) valid in the linear-
response limit.

The zero-bias transmission coefficients along GNR, CNT
and between GNR and CNT for three devices in Fig. 1 are
shown in Fig. 3. In addition, dashed line in subpanels (a) in
each of the three panels of Fig. 3 shows quantized zero-bias
transmission function of an isolated infinite homogeneous
GNR attached to two macroscopic reservoirs, while dashed
line in subpanels (b) shows the same information for an iso-
lated infinite homogeneous CNT. This allows one to visually
estimate the impact of the proximity of GNR on the linear-
response transport properties of CNT and vice versa. In all
cases plotted in Fig. 3, we find sizable transmission coeffi-
cient T31(E) which signifies non-tunneling nature of trans-
port between crossed GNR and CNT in junctions shown in
Fig. 1.
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Fig. 3 Solid lines plot selected
zero-bias transmission
coefficients Tpq(E) between
electrodes [labeled in Fig. 1(d)]
of mGNR-sCNT, sGNT-sCNT
and mGNR-mCNT crossbars
depicted in Fig. 1. Dashed lines
in subpanels (a) and (b) plot
quantized zero-bias
transmission of individual
GNRs or CNTs, respectively,
that form the crossbar denoted
on the top of each three-panel
figure (Color figure online)

5 Current-voltage characteristics of GNR-CNT
crossbars

In this section we consider nonequilibrium quantum trans-
port in CNT electrode 3 of devices depicted in Fig. 1, which
is driven by finite bias voltage and, therefore, far outside
the linear-response regime discussed in Sect. 4. The bias
voltage Vb = V1 − V3 = V2 − V3 is applied between elec-
trodes 1 and 3, as well as 2 and 3, labeled in Fig. 1(d). This
means that current I3 plotted in Fig. 4 has contribution from
two electron fluxes, 1 → 3 and 2 → 3, which are summed
via Eq. (6). We use convention that current is positive in
electrode p if it flows into this electrode (i.e., electrons are
flowing out of electrode 3 in Fig. 4 for positive bias volt-
age Vb > 0). We use T = 300 K in Eq. (8), while neglect-
ing any inelastic scattering processes (they would add ad-
ditional self-energies into Eq. (4), thereby making usage of
NEGF-DFT beyond �100 atomic orbitals prohibitively ex-
pensive [61]).

Unlike experiments on CNT-CNT crossbars [13], where
intertube current (i.e., equivalent of our current I3) was mea-
sured �0.2 µA at forward bias voltage �0.8 V in mCNT-
sCNT device (at T = 100 K), the current I3 in all three of
our crossbars is an order of magnitude larger at similar bias
voltage. This is due to the overlap of orbitals on C atoms of
GNR and CNT (see Fig. 6) which introduces non-negligible
effective hopping between them, so that transport is not gov-
erned solely by quantum tunneling through the vacuum gap
as in CNT-CNT crossbars.

The most interesting feature of I3 vs. Vb curves in Fig. 4
is NDR shown in Fig. 4(a) for mGNR-sCNT crossbar.
The applications of devices exhibiting NDR in microwave,
switching, and memory devices requires low onset voltage
VNDR and a high peak-to-valley current ratio (PVCR) to re-
duce power consumption and improve the efficiency. For ex-
ample, a key requirement of NDR devices for use in embed-
ded memory applications is a low valley current to reduce
the standby power consumption while concurrently having

Fig. 4 Current in electrode 3 [for electrode labels see Fig. 1(d)] versus
bias voltage Vb = V1 − V3 applied between electrodes 1 and 3 (the
same bias voltage Vb = V2 − V3 is also applied between electrodes
2 and 3) for three GNR-CNT crossbars depicted in Fig. 1. The NDR
in panel (a) is characterized by the onset voltage VNDR � 0.25 V and
peak-to-valley current ratio PVCR � 2.0 (Color figure online)

a sufficient peak current to charge the parasitic node ca-
pacitance. The NDR exhibited by mGNR-sCNT crossbar in
Fig. 4(a) has parameters VNDR � 0.25 V and PVCR � 2.0.

We can compare this with three-terminal (based on FET
configuration) large-area graphene NDR device recently
fabricated by the IBM team [36] which exhibited VNDR �
1.3 V and PVCR � 1.1. The onset of NDR behavior, VNDR,
can be shifted by the gate voltage in this device, but it
remains above 1 V. The NDR was also observed [62] in
suspended quasi-metallic single-walled CNTs where apply-
ing a gate voltage switches I–V characteristics from Ohmic
behavior to nonlinear behavior with VNDR � 0.9 V and
PVCR � 1.05. Previously explored semiconductor devices
with low VNDR = 0.1 V and high PVCR = 6.2 include
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Fig. 5 Transmission coefficient T31(E,V1,V3) at finite bias voltage
V1 − V3 whose value is shown in the upper left corner of each panel.
Panel (b) corresponds to the peak current and panel (c) to the valley
current of NDR displayed in Fig. 4, while panels (a) and (d) are outside
of the NDR region. Vertical dashed lines in each panels enclose the bias
voltage window, within which T31(E,V1,V3) is integrated to get one
of the two contributions [the other one is governed by the coefficient
T32(E,V2,V3)] to current I3 (Color figure online)

trench-type InGaAs/InAlAs quantum-wire-FET at 40 K in a
simple three-terminal configuration in which NDR can also
be controlled by the gate voltage [63].

Figure 5 plots the transmission coefficient T31(E,V1,V3)

as a function of the bias voltage, showing that at the onset of
NDR the transmission peak enters the bias voltage window
in Fig. 5(b). On the other hand, at the NDR valley transmis-
sion coefficient within the larger bias window is reduced in
Fig. 5(c).

An attempt to explain the origin of NDR in this system of
noninteracting quasiparticles is made in Fig. 6 which shows
the local density of states (LDOS) at finite bias voltage at
the NDR peak and valley. We find that LDOS becomes en-
hanced at NDR peak both along the edges of ZGNR and
in its interior. A more convincing argument would be made
by plotting LDOS from mGNR electrode 1 toward sCNT
electrode 3, akin to Fig. 5 in Ref. [64] for the two-terminal
device exhibiting NDR where states in its two electrodes are
coupled strongly at the NDR peak and weakly at NDR val-
ley. However, we cannot obtain similar information using
the present version of our MT-NEGF-DFT code for the path
from mGNR electrode 1 toward sCNT electrode 3, which
we relegate to future studies.

6 Concluding remarks

In conclusion, using the NEGF-DFT framework for first-
principles quantum transport modeling, which was origi-

Fig. 6 The local density of states (LDOS) for mGNR-sCNT
crossbar depicted in Fig. 1(a) at finite bias voltage: (a) and (c)
Vb = V1 − V3 = 0.25 V, which corresponds to the peak of NDR in
Fig. 4(a); and (b) and (d) Vb = V1 −V3 = 0.4 V, which corresponds to
the valley of NDR in Fig. 4(a). LDOS is integrated within the interval
[−0.05, 0.1] eV in panels (a) and (c) or [−0.15, 0.2] eV in panels (b)
and (d). These two-dimensional plots are obtained by summing LDOS
over all xz-planes (along the y-axis) which pass through the overlap
region of mGNR and sCNT, or over all yz-planes (along the x-axis)
passing through the overlap region. The physical size of images plot-
ted in panels (a) or (b) is 5.2 nm × 1.9 nm, while in panels (c) or (d) it
is 6.0 nm × 1.9 nm (Color figure online)

nally developed for two-terminal devices and recently ex-
tended to multiterminal ones, we have analyzed current be-
tween GNR and single-walled CNT where electrons traverse
the vacuum gap between them. The GNR covers CNT over
a nanoscale region where their overlap contains only �460
carbon and hydrogen atoms. Following up on the recent ex-
perimental fabrication of GNR-CNT crossbars [11], as well
as previous experiments on CNT-CNT crossbars [13], we
have investigated three examples of GNR-CNT crossbars
combining metallic and semiconducting crossed nanowires.
While all three types of four-terminal GNR-CNT crossbars
exhibit nonlinear current-voltage I–V characteristics, which
is asymmetric with respect to changing the bias voltage from
positive to negative, mGNR-sCNT crossbar also displays
NDR with low onset voltage VNDR � 0.25 V and peak-
to-valley current ratio �2.0. An additional insight into the
origin of NDR is provided by looking at the evolution of
the transmission coefficient between GNR and CNT semi-
infinite electrodes as the bias voltage increases, as well as
at the LDOS within mGNR-sCNT overlap region at finite
bias voltage. Finally, we also provide an overview of the
key computational issues that have to be tackled when ex-
tending NEGF-DFT framework to nanojunctions containing
more than two electrodes [30–33].
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